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L4

L3

L1

L2

D1

L1

H

SD R
d2

B2
B1

B3

Integrated design plastic spherical bearings
UV resistance
High and low temperature damp-heat aging
Low friction, wear resistance

Self lubricating, maintenance-free
High strength, easy installation

 L1 
[mm]

L2 
[mm]

L3 
[mm]

L4 
[mm]

d1 
[mm]

d2 
[mm]

H 
[mm]

SD 
[mm]

R 
[mm]

B1 
[mm]

B2 
[mm]

B3 
[mm]

GSQB-100 101 265 267 230 17 26 145 200 112.4 40 50 60

GSQB-110 111 265 267 230 17 26 145 200 112.4 40 50 60

GSQB-120 121 265 267 230 17 26 145 200 112.4 40 50 60

GSQB-140 141 312 312 273 17 26 179 245 134.9 40 50 60

GSQB-150 151 312 312 273 17 26 179 245 134.9 40 50 60

GSQB-100

 Inner width
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Test items and directions Test data

GSQB-120

Compression test

Test direction
A+ 130 kN

Test direction
B+ 60 kN

Test direction
C+ 120 kN

GSQB-120

Tensile test

Test direction
A- 40 kN

Test direction
B- 50 kN

Test direction
C- 50 kN

Test Direction
A+

Test Direction
B+

Test Direction
C+
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Test Direction
A-

Test Direction
B-

Test Direction
C-


